Name:  __________________________________________

Fabrics and Finishes Test
Multiple Choice:  Identify the letter of the choice that best completes the statement or answers the question.
____
1.
Fabric warp yarns run ____.

	a.
	crosswise

	b.
	lengthwise

	c.
	diagonally

	d.
	parallel to the cut edge


____
2.
The greatest amount of stretch in a woven fabric is ____.

	a.
	lengthwise

	b.
	crosswise

	c.
	at a 45 degree angle diagonally

	d.
	along the selvage edge


____
3.
The weave of a strong durable fabric that is characterized by diagonal wales is ____.

	a.
	plain

	b.
	twill

	c.
	satin

	d.
	nonwoven


____
4.
The shine on satin woven fabrics is caused by ____.

	a.
	heated rollers

	b.
	chemicals

	c.
	blended fibers

	d.
	floats


____
5.
One yarn can form the entire fabric if it is ____.

	a.
	woven

	b.
	nonwoven

	c.
	knitted

	d.
	braided


____
6.
Felting causes fibers to become ____.

	a.
	permanently interlocked

	b.
	slightly weakened

	c.
	smooth and lustrous

	d.
	darker in color


____
7.
Stain resistance, permanent press, and water repellence are examples of ____.

	a.
	finishes

	b.
	fabrics

	c.
	dyeing

	d.
	screening


____
8.
Color that withstands washing, perspiration, and sunlight is said to be ____.

	a.
	unstable

	b.
	dye-resistant

	c.
	water-repellent

	d.
	colorfast


____
9.
A ________________ fiber is able to spring or bounce back into shape after crushing or wrinkling.

	a.
	resilient
	c.
	strong

	b.
	durable
	d.
	brocade


Matching:    Match the following terms and identifying phrases:
	a.
	lace
	e.
	fabric

	b.
	flame-retardant
	f.
	grain

	c.
	nonwoven
	g.
	twill

	d.
	yarn
	h.
	antistatic


____
10.
Made by combining fibers to form a continuous strand.
____
11.
Made by weaving or knitting yarn together.
____
12.
The direction of woven yarns.
____
13.
The weave used to make denim fabrics; formed when a yarn in one direction passes over two or more yarns in the opposite direction.
____
14.
Produced by bonding or interlocking fibers together without using yarns.
____
15.
Made by knotting, twisting, or looping yarns.
____
16.
A treatment that prevents garments from clinging to the body.
Match the following terms with their correct description:
	a.
	pilling
	e.
	stain resistance

	b.
	abrasion resistance
	f.
	water repellence

	c.
	bleaching
	g.
	sizing

	d.
	perma-press
	h.
	brushing/napping


____
17.
chemical treatment whitens fabrics and removes impurities.  Usually used on cotton and linen.
____
18.
forms tiny balls of fiber on the fabric
____
19.
treatment that reduces worn spots that can develop when fibers rub against something
____
20.
Finish makes fabrics less absorbent so spills can be lifted or sponged off easily
____
21.
finish makes a fabric resistant to wetting, but does not make the fabric waterproof.
____
22.
finish applied by rotating wire brushes are used to raise short fiber ends of staple yarns creating a soft, fuzzy surface
____
23.
a solution of starch glue, or resin applied to fabric to increase weight, body and luster.
____
24.
helps the fabric retain its original shape and resist wrinkling after washing and drying - also called durable press
Match the term with the correct description:
	a.
	plain weave
	d.
	pile weave

	b.
	twill weave
	e.
	knit

	c.
	satin weave
	f.
	nonwoven


____
25.
Made of fibers that are pressed together so they tangle or stick together
____
26.
Shiny fabric that is made by floats of yarns that extend over two or more adjacent warp yarns
____
27.
Yarns interlace in a 1 X 1 pattern, one over and one over
____
28.
Each filling yarn passes over or under at least 2 warp yarns creating a diagonal appearance
____
29.
Made on a machine that uses needles to create interlocking loops
____
30.
Uses extra yarns during the weaving process to create a fuzzy surface that forms ridges or wales

Match the following fabric construction techniques with the correct fabric listed below:
	a.
	Plain weave
	d.
	Pile weave

	b.
	Twill weave
	e.
	Nonwoven

	c.
	Satin weave
	f.
	Knit


____
31.
gingham, broadcloth
____
32.
corduroy, velvet
____
33.
denim
____
34.
satin
____
35.
felt
____
36.
fleece
Short Answer

37.
Identify the fabrics shown by their name or type of construction used in making them. (4 pts)

A.



B.



C.


D.

38.
Extra Credit – (3pts)
Identify the fabric used in making the top your teacher is wearing today?
Do you think it is a natural or synthetic fiber?

How would you dry this top after washing it?

Fabrics and Finishes Test:  Answer Section
MULTIPLE CHOICE

1.
B
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C

3.
B

4.
D

5.
C

6.
A

7.
A

8.
D

9.
A
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10.
D

11.
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A
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A
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D

31.
A
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D
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B

34.
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F
SHORT ANSWER

37.
A.  Denim/twill

B.  burlap/plain

C. Corduroy/pile
D. Jersey/knit

38.
Answers will vary

